AUTHENTICATED
U.S. GOVERNMENT
INFORMATION

GPO

Food and Drug Administration, HHS §178.3860
List of substances Limitations

Rosins and rosin derivatiVes ........ccoeeeeveieiereneseeeeseese s As provided in § 178.3870.

Zinc salt of sulfonated petroleum.

§178.3850 Reinforced wax. List of substances Limitations

Reinforced wax may be safely used as
an article or component of articles in-
tended for use in producing, manufac-
turing, packing, processing, trans-
porting, or holding food subject to the
provisions of this section.

(a) Reinforced wax consists of petro-
leum wax to which have been added
certain optional substances required in
its production, or added to impart de-
sired physical or technical properties.

(b) The quantity of any optional ad-
juvant substance employed in the pro-
duction of or added to reinforced wax
does not exceed the amount reasonably
required to accomplish the intended
physical or technical effect or any lim-
itation provided in this section.

(c) Any substance employed in the
production of reinforced wax, including
any optional substance, that is the sub-
ject of a regulation in parts 174, 175,
176, 177, 178 and §179.45 of this chapter,
conforms with any specification in
such regulation.

(d) The substances and optional adju-
vant substances employed in the pro-
duction of or added to reinforced wax
include:

(1) Substances generally recognized
as safe in food.

(2) Substances subject to prior sanc-
tion for use in reinforced wax and used
in accordance with such sanction or ap-
proval.

(3) Substances identified in this sub-
paragraph and subject to any limita-
tions provided therein:

Copolymer of isobutylene modi-
fied with isoprene.

Petroleum wax, Type | and Type
1.

Polyethylene.

Rosins and rosin derivatives as
provided in § 178.3870.

Synthetic wax polymer as de- | Not to exceed 5 percent
scribed in §176.170(a)(5) of by weight of the petro-
this chapter. leum wax.

(e) Reinforced wax conforming with
the specifications in this paragraph is
used as provided in paragraph (e)(2) of
this section.

(1) The chloroform-soluble portion of
the water extract obtained by exposing
reinforced wax to demineralized water
at 70 °F for 48 hours shall not exceed 0.5
milligram per square inch of food-con-
tact surface.

(2) It is used as a packaging material
or component of packaging materials
for cheese and cheese products.

[42 FR 14609, Mar. 15, 1977, as amended at 47
FR 1288, Jan. 12, 1982]

§178.3860 Release agents.

Substances listed in paragraph (b) of
this section may be safely used as re-
lease agents in petroleum wax com-
plying with §178.3710 and in polymeric
resins that contact food, subject to the
provisions of this section.

(a) The quantity used shall not ex-
ceed the amount reasonably required
to accomplish the intended technical
effect or any limitations prescribed in
this section.

(b) Release agents:

List of substances

Limitations

Erucamide (erucylamide).

Formaldehyde, polymer with 1-naphthalenol (CAS | For use only as an antiscaling or release agent, applied on the internal

Reg. No. 25359-91-5).

parts of reactors employed in the production of polyvinyl chloride and
acrylic copolymers, provided that the residual levels of the additive in the
ploymer do not exceed 4 parts per million.

N,N-Dioleoylethylenediamine ..........c.cccceevevevnenne For use only in polyvinyl chloride films in amounts such that the concentra-

film.
Oleyl palmitamide.

tion of the substance in these films in the form in which the films contact
food shall not exceed 0.055 milligram of the substance per square inch of

Polybutene, hydrogenated; complying with the | For use only subject to the limitations prescribed for hydrogenated

identity prescribed under § 178.3740(b).

polybutene under § 178.3740(b).
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